
 
 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

 

 

 

 

 
 

 

 

 

 

 

 

 

 

 

 

 
 

VITRA TILES INC. CO. 

Şifa Mahallesi. Hükümet Caddesi. 

No:5 Tuzla 34941 İstanbul 

T  0216 581 46 00 

F  0216 423 49 73 
www.vitra.com.tr 

BOZUYUK PLANT 

4 Eylül Mahallesi. Osman Rusçuk 

Cad. No:13 Bozüyük 11300 Bilecik 

T  0228 314 04 22 

F  0228 314 04 28 
www.vitra.com.tr 

MARKETING & SALES 

Büyükdere Caddesi. Ali Kaya Sokak 

No:5 Levent 34394 İstanbul 

T  0212 350 80 00 

F  0212 284 49 88 
www.vitra.com.tr

 

 
 

           08.10.2025 
 
 
 

TEST REPORT 
    
 
 
Determination of Surface Abrasion Resistance 
    
 
Method as described in EN ISO 10545-7 

 
 
 
 

 

Code Product Shade 
PEI 

Class 

K95349180001VTE0 10X10 ROYALSTONE CREAM R10B (NN) nR VA2 3 

K95349280001VTE0 10X10 ROYALSTONE L.GREY R10B (NN) nR VA2 3 

K95349380001VTE0 10X10 ROYALSTONE D.GREY R10B (NN) nR VA3 3 

K95349680001VTE0 
 

 

10X10 ROYALSTONE GREIGE R10B NN nR VA2 3 

 
These are the test results of the samples from the shade given here. The test results may vary batch to 
batch. 
 
Murat NEBİ 
Quality Laboratory Executive 
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